
Fig. S1.   XRD Patterns of NA12 Before and After Adsorption of Phosphate Ion
● Jamborite, Ni(OH)2(NiOOH);  ▲ Nickel Oxide, NiO

Fig. S2.   XRD Patterns of Adsorbents


